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in Ba Ca Sn Ti O  ceramic0.95 0.05 0.09 0.91 3

Applied Physics Letters, 117, 212901(1-6) (2020)

Varshney P.*, Gopal K.*, Upadhyay A.
Terahertz emission from nonlinear interaction of laser 
beat wave with nanoparticles
Laser Physics Letters, 17, 126002(1-7) (2020)

Verma R.*, Mishra E., Dhang P.*, Das B.K.*, Meena 
M.*, Rongali L.*, Sharma A.*
Development and performance characterization of a 
compact plasma focus based portable fast neutron  
generator
Plasma Science and Technology, 22, 1-9 (2020)

Waghwani B.B.*, Ali S.S.*, Anjankar S.C.*, Balpande 
S.S.*, Mondal P., Kalambe J.P.*
In vitro detection of water contaminants using 
microfluidic chip and luminescence sensing platform
Microfluidics and Nanofluidics, 24, 1-12 (2020)

Yadav S.*, Chandra M.*, Rawat R.*, Sathe V.*, Sinha 
A.K., Singh K.*
Structural correlations in the enhancement of 
ferroelectric property of Sr doped BaTiO3

Journal of Physics: Condensed Matter, 32, 1-9 (2020)

95.

96.

97.

98.

99.

100.

101.

102.

103.

Sharma S., Khandelwal A., Amaladass E.P.*, Abhirami 
S.*,  Ramjan S.K.,  Jayabalan J. ,  Mani A.*, 
Chattopadhyay M.K. 
Studies on DC transport and terahertz conductivity of 
granular molybdenum thin films for microwave  
radiation detector applications
Journal of Applied Physics, 128, 183901(1-13) (2020)

Shrivastava P., Reghu T., Mulchandani J., Mandloi V., 
Mohania P., Mahawar A., Singh H., Rajput V.
Development of a long pulsed RF test stand and its 
applications for performance studies of 1 MW CW 
klystron 
Sadhana, 45, 36(1-7) (2020)

Shukla R., Kannojia H.K., Mukherjee C., Sankar P.R., 
Thakur B.S., Sinha A.K., Pandey D.*
Challenges in fabrication of high aspect ratio 
electrostatic comb-drive microactuator using one- step 
x-ray lithography
ISSS Journal of Micro and Smart Systems, 9, 173-
180 (2020)

Shukla R., Sinha A.K.
Shape control of piezoelectric bimorph by piezo 
response function and global optimization algorithms: 
a comparative study 
Smart Materials and Structures, 29, 1-15 (2020)

Singh A.K.*, Dubey D.N.*, Singh G., Tripathi S.*
Tuning ferroelectricity by manipulating the global and 
local structure in a lead-free Sr-doped Ba(Ti ₋ₓ  1

Snₓ)O  ceramics3

Europhysics Letters, 130, 36002(1-7) (2020)

Singh M.*, Raghuwanshi S.K.*, Prakash Om, Saini 
P.K.
High-resolution fiber optic sensor based on coated 
linearly chirped bragg grating
Optik, 212, 164698(1-7) (2020)

Sinha M., Gupta R., Kiranjot, Singh A.*, Modi M.H.
Effect of Zirconium oxide local structure on soft x-ray 
optical properties near the oxygen K- edge region
Journal of Applied Physics, 128, 065302(1-9) (2020)

Soharab M., Bhaumik I., Bhatt R., Saxena A., Khan S., 
Sagdeo A., Karnal A.K.
Growth and optical investigation of Nd co-doped 
Yb:YVO  crystal: a promising material for laser gain  4

medium
Optical Materials, 109, 110183 (2020)

Sundar R.*, Sudha C.*, Rai A.K., Ganesh P., Kolhatkar 
A,*, Murugesan S.*, Karthik K.*, Biswal R., Raju S.*, 
Ranganathan K., Kaul R., Bindra K.S. 
Effect of laser shock peening on the microstructure, 
tensile and heat transport properties of alloy D9
Lasers in Manufacturing and Material Processing, 7, 
259-277 (2020)
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Yadav S., Paul C.P., Jinoop A.N., Rai A.K., Bindra K.S.
Laser directed energy deposition based additive 
manufacturing of copper: process development and 
material characterizations
Journal of Manufacturing Processes, 58, 984-997 
(2020)

Yeshodamma S.*, Hareesh K.*, Nagabhushana H.*, 
Dwivedi J., Petwal V.C., Sunitha D.V.* 
Influence of electron beam irradiation on structural 
thermo and photoluminescence properties of  
SrTiO :Sm³⁺ nanophosphor3

Optik, 223, 165483 (2020)

Zhu H.*, Kamal C. et al.
Tuning the bandgap in silver bismuth iodide materials 
by partly substituting bismuth with antimony for 
improved solar cell performance
ACS Applied Energy Materials, 3, 7372–7382 (2020)

104.

105.

106.

B.      Invited Talks 

Dhawan R., Yadav P.K.
Influence of ion beam energy on surface roughness and 
density of In O  thin films 2 3

Dutt R., Chakrabarti A.
Ab-initio study of thermoelectric properties of 
Co XGa (X = Mn, Mo, Pt)2

Ghosh S., Ghosh Haranath
As-L-edge absorption spectra of Ca RE FeAs  1-x x 2

superconducting materials: a DFT study

Gupta R. K., Yadav P.K., Modi M.H.
Analysis of polarization characteristics of soft x-ray 
beam at INDUS-1 reflectivity beamline

Kaiwart R.*, Poswal H.K.*, Das S.
Calculation of flux for superconducting wavelength 
shifter based high energy x-ray diffraction beamline 
BL-15

Kar I*, Harnagea L*, Banik S., Singh S.*, 
Thirupathaiah S.*
Observation of surface Dirac state in transition metal 
Dichalcogenide NiTe  using ARPES2

Khan A.A., Ahlawat A., Deshmukh P., Srihari V., 
Karnal A.K., Satapathy S.
Structural and magnetic studies of Er doped SmFeO3

Kaur P.*, Khanna A.*, Singh, M.N., Sinha A.K.
Investigation of structural and optical characteristics of 
CaWO  and BaWO  nanoparticles4 4

Khandelwal A., Sharath Chandra L.S., Sagdeo A., 
Chattopadhyay M. K.
Enhancement of the thermo-electric figure of merit in 
vanadium substituted TiNiSn alloys

Kiranjot, Sinha M., Gupta R.K., Yadav P.K., Modi 
M.H.
Soft X-ray photon energy calibration using multilayer 
mirror

Kumar Y.*, Tripathi J.*, Kumar D.*, Gupta P., Tripathi 
S.*, Sharma A.*
Structural and magnetic properties of CoO/Co thin 
films deposited onto self-assembled polystyrene 
nanospheres (600nm)

Mitra P.*, Bhowmik R.N.*, Choudhury R.J.*, Sinha 
A.K.
Effect of heat treatment on structural and magnetic 
properties of α-Fe Ga O  thin film1.8 0.2 3

Majhi A., Nayak M., Tiwari M.K., Srivastava H., 
Srivastava A.K.
Fabrication and characterization of low period W/B C 4

multilayer

3.

4.

5.

6.

7.

8.

9.

10.

11.

12.

13.

14.

15.

1.

2.

3.

4.

Banerjee A.
Lectures on linear algebra
TEQIP Short term course on Machine Learning and 
Artificial Intelligence, IIT-Indore, Dec. 21, 2020

Borage M.
Power converters for particle accelerators – challenges 
and opportunities
IEEE International Conference on Smart 
Technologies for Power, Energy and Control, VNIT, 
Nagpur, Sept. 25-26, 2020

Nayak M.
Manipulation of  X-rays for science and technology
One day national Webinar, Salipur Autonomous 
College, Odisha , Dec. 21, 2020

Nayak M.
X-ray optics for frontier technological applications
Departmental colloquium, ISRO Satellite Centre, 
ISRO, Bangalore, Nov. 23, 2020

C.      Seminar/Conference Presentations 

C.1.   AIP Conference Proceeding Vol. 2265 

Banik S., Tripathi S.*, Jha S.N.*
Partial density of 3d electrons in CrSi probed by 
resonant photoemission

Changdar S.*, Sultana R.*, Banik S., Awana V.P.S.*, 
Thirupathaiah S.*
Angle resolved photoemission spectroscopy study on 
electronic band structure of topological insulator 
Bi Se  in the presence of magnetic impurities2 3
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16.

17.

18.

19.

20.

21.

22.

23.

24.

25.

26.

27.

28.

C.2.   Other Seminar/Conference Presentations

Pandey D. Chakrabarti A.
Two-dimensional monolayers of arsenides and 
silicides of Mo and W: a first principles study

Paul S., Ramjan S.K., Sharath Chandra L.S., Sagdeo 
A., Chattopadhyay M.K. 
Enhancement of critical temperature and upper critical 
field due to Nb subst i tut ion in Zr-V al loy 
superconductors

Rao P.N., Rai S.K., Ganguli T.
Investigation of composition of boron carbide thin 
films grown on different substrates using resonant soft 
x-ray reflectivity

Saroha V., Sumit, Shukla R., Srivastava A.K., Sahu 
R.K.
Shape control study of MEMS deformable mirror for 
adaptive optics in Indus-2 using piezo response 
function based TLBO algorithm

Sharath Chandra L.S., Chattopadhyay M.K.
Magnetic and thermodynamic properties of 
PrPt Fe Ge  superconductor3.88 0.12 12

Soharab M., Bhaumik I., Bhatt R., Saxena A., Karnal 
A.K., Singh A.J., Sharma S.K., Mukherjee C., Rajiv 
K., Kamath M.P.
Fabrication of “a-cut” laser element from in-house 
grown Nd doped GdVO  crystals and demonstration of 4

lasing

Srivastava H., Sonakusare P.*, Tiwari P., Srivastava 
A.K.
A simple non-lithography method to make a single 
nanowire based resistor device

Srivastava H., Tiwari P., Behar P.*, Srivastava A.K.
Growth of MoS -CuO hetero-structure nanowires2

Trivedi A., Khooha A., Mondal P., Kane S.R., Tiwari 
M.K.
Study of energy dependent behaviour of half-lens 
polycapillary optics using synchrotron x-rays

Tyagi M.*, Sarkar P.S.*, Sengar R.S.*, Kumar A.*, 
Jagannath*, Karnewar A.K., Kumar A., Maurya N.K., 
Soni R.K., Kumar P., Pal M.K.*, Singh A.K.*, 
Ravisankar E.*, Madhusoodanan K.*, Puntambekar 
T.A., Dwivedi J., Gadkari S.C. *
Development of x-ray beam profile monitor based on 
in-house grown crystal and application in electron 
beam imaging

Vashisht G., Haldar S., Porwal S., Kumar R., Dixit V.K.
Electric and magnetic field effects on the exciton 
localization in a modulation doped InGaAs/GaAs 
quantum well

Verma R.S., Yadav P.K., Joshi M.P.
Development  of  soft  x-ray exci ted opt ical 
luminescence (XEOL) measurement setup at beamline 
4 in INDUS-1 synchrotron radiation source

Yadav P.K., Gupta R.K., Choubey A.K., Ali S., Modi 
M.H.
Analysis of Au film surface after carbon layer removal 
with ultra violet radiation, RF plasma and IR laser

1.

2.

Mahantesha B.K.*, Ravindrachary V.*, Padmakumari 
R.*, Sahanakumari R.*, Sagar R.N.*, Tegginamata P.*, 
Sanjeev G.*, Mishra A.S.
Effect of electron irradiation on optical, thermal and 
electrical properties of LiClO /PVA polymer 4

composite
AIP Conference Proceedings, Vol. 2244 (2020)

Pat i l  J . ,  Tokekar  V.* ,  Rajan  A. ,  Rawat  A.
SMDMTS - Scalable Model to Detect and Mitigate 
slow/fast TCP-SYN flood attack in software defined 
network
International Conference on Computational 
Performance Evaluation (ComPE 2020), North-
Eastern Hill University, Shillong, Meghalaya, India., 
Jul., 2-4, 2020

Note: '*' indicates author affiliation other than RRCAT 
Indore.

PUBLICATIONS	(JUL	2020	-	DEC	2020)

47RRCAT	Newsletter Vol.	34	Issue	1,	2021


